Table 3-23: Titanium Dioxide Production

Year Metric Tons
1990 979,000
1991 992,000
1992 1,140,000
1993 1,160,000
1994 1,250,000
1995 1,250,000
1996 1,230,000
1997 1,340,000
1998 1,330,000
1999 1,350,000
2000 1,400,000

2001 1,330,000




